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Determination of (6-R) and (J-R) Curves of
Aluminum Alloy EN AW-5083 using
(SENB) Specimen
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Determination of the (6-R) and (J-R)
curves for pressure vessel material en aw-
5083 using stepped notched compact
tension specimen (CT)
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